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Abstract: Topological quantum dots (TQDs) are 3D topo-
logical insulator (TI) nanoparticles, displaying symmetry-
protected surface states with discretized energies. We
present a theoretical proposal to harness these energy
levels in a closed lasing scheme operating in the ter-
ahertz (THz) frequency range. In this scheme, a single
TQD lases from its topological surface states in the THz
regime when pumped with low intensity, incoherent THz
frequency light. The time scales associated with the system
are unusually slow, and we find that lasing occurs with a
very low threshold. THz lasers are often bulky or require
intricately engineered nanostructures. Topological quan-
tum dots present a new, compact and simple platform for
THz lasing. The lasing threshold is so low, we predict that
the room-temperature blackbody radiation can substan-
tially contribute to population inversion, providing a route
to room-temperature THz lasing pumped via blackbody
radiation.

Keywords: nano-lasers; nanoparticles; quantum dots; THz
lasers; topological insulators; topological nanophotonics.

1 Introduction

The creation of robust, low threshold sources in the tera-
hertz (THz) gap ( ∼0.1–10 THz) is an important frontier in
modern applied physics and this rapidly expanding field
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has recently received much attention. With much needed
applications in bio-medicine [1], wireless communications
[2] and security technologies [3], THz waves penetrate
materials opaque to other wavelengths, while posing only
minimal risks due to their non-ionizing behaviour (unlike
for example, X-rays). Academic applications range from
molecular spectroscopy [4] to sub-millimetre astronomy
[5], influencing physics on vast length scales. Commer-
cial THz lasers are still bulky and expensive to produce,
and so research efforts into finding elegant, compact and
inexpensive solutions are imperative.

Multiple platforms are being investigated, such as
solid-state and molecular systems [6–12], metasurfaces
[13], quantum gases [14] and air plasma [15]. The current
state-of-the-art THz lasing system is the quantum cascade
laser, which presents a compact system that can operate up
to 250 K, but requires carefully designed and engineered
nanostructures, and current injection [12].

A separate focus of study is the use of topological
systems as a robust lasing platform, which is developing
as an exciting field. Topological systems have had most
success in the mid-infrared [16–26], although work has
been done on THz lasers using 2D topological insulator
quantum dots (TIQDs), requiring electron injection and an
IR pump [27].

Topological quantum dots (TQDs) are 3D topologi-
cal insulator nanoparticles with radius ≤ 100 nm, whose
topological surface states undergo quantum confinement
resulting in a discretised Dirac cone, with energy levels
which increase in degeneracy away from the Dirac point.
The pioneering works on TI quantum dots have studied
the properties of circular TI disks and non-equiaxial 3D TI
systems with cylindrical confinement [28–31], with poten-
tial applications in memory storage [32], spin field-effect
transistors [33] and other spintronic devices [34]. 2D TI QDs
have been proposed for THz lasing previously [27] utilis-
ing electron injection and an IR pump. The current work
focuses on equiaxial 3D TI nanoparticles, which is a small
but steadily expanding field [35–42]. Much like other types
of quantum dots and atomic systems, the discrete energy
levels of the TQD make it a natural system for controlled
interactions with light. TQDs have energy levels separated
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by THz frequencies, making them a potential route to THz
lasing.

In this work we use Monte Carlo (MC) simulations to
demonstrate that for a model system of a single TQD in
an open cavity at zero temperature, the TQD states can be
pumped and act as an active gain medium, emitting coher-
ent light in the THz. We show that lasing from a single
TQD is possible with very low threshold. One of the major
technological distinctions between the TQD laser and other
THz lasers (such as molecular THz lasers and TIQD lasers)
is that we do not pump between bulk bands, but instead
we use transitions within the Dirac cone to both pump and
lase. This is possible due to the energy level configuration
and selection rules of the TQD [38, 40]. An important con-
sequence of THz pumping is that the density of thermal,
room temperature photons at this frequency (as opposed
to those present at optical and IR frequencies) is high
enough to substantially contribute to population inversion
in the lasing transition, such that the need for an exter-
nal pumping source beyond blackbody radiation would
be greatly reduced. The closed system of states near the
Dirac point used in the lasing scheme conserves electron
number, meaning that electron injection is not needed to
sustain lasing. These features, alongside the unusual time
scales in the system and the robustness of the TQD states
make for a novel but very simple implementation. Experi-
mental progress in producing TI nanostructures such as
nanowires [43–47] and finite thickness nanodisks and
nanoplates [48–53] has been very successful, and there
has been recent progress with equiaxial 3D TI nanoparti-
cles [36]. The concepts used to demonstrate THz lasing in
this work with equiaxial 3D TI nanoparticles, using a THz
pump and no current injection, could be straightforwardly
extended to TI nanostructures of differing dimensions. As
well as adding another tool to the tool-box of THz lasing,
TQDs could also find use in other technological applica-
tions, such as quantum memory and quantum computing
[40], and as components of hybrid systems, such as cou-
pled to semiconductor quantum dots [41] and quantum
emitters [42].

This paper is structured as follows: in Section 2 we will
briefly review the theory of spherical topological insulator
nanoparticles and in Section 3 we discuss their optical
properties. In Section 4 we will describe how higher order
corrections to the Dirac cone become important when a TI
nanoparticle is placed in a high quality cavity, and how
this can be utilised to create a closed scheme of energy
levels. We will then describe in Section 5 how Monte Carlo
simulations are used to capture the dynamics of the system
when pumped and in Section 6 give results demonstrating

that a single TI nanoparticle can be used as a THz laser
at zero temperature. We discuss how the low threshold
of this system could allow for room temperature thermal
photons to contribute to the pumping source, and conclude
in Section 7 with an outlook.

2 3D topological insulator quantum
dots

Topological insulator (TI) nanostructures support symme-
try-protected surface states with quantised energy levels.
The model Hamiltonian describing topological insulator
materials is given by

H(k) = m(k)𝟙2 ⊗ 𝝈3 + Akz𝝈3 ⊗ 𝝈1

+ Akx𝝈1 ⊗ 𝝈1 + Aky𝝈2 ⊗ 𝝈1, (1)

where m(k) = m0 +m1|k|2, with parameters calculated via
ab initio calculations [54]. A relates to the strength of
spin–orbit coupling (SOC) in the material, averaged over
the three Cartesian axes. This approximation of isotropic
SOC allows for the analytical description of the topologi-
cal surface states and their energy levels. From this bulk
Hamiltonian both an effective surface Hamiltonian (which
takes the form of a Dirac Hamiltonian) and the surface
states can be derived (discussed in more detail in Sup-
plementary Material S1). For spherical nanoparticles of
radius 5 ≤ R∕nm ≤ 100 [37–40] (presented schematically
in Figure 1A), close to the Γ-point the wavefunctions for
these surface states are given by

Ψs,n,m(𝜉, 𝜑) = ⟨𝜉, 𝜑|Ψs,n,m⟩

= eim𝜑

2
√
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and 𝜎± = |m± 1
2
|, 𝜉 = cos𝜗, s = ±, n = 0, 1, 2,…, m =

±1∕2, 3∕2, 5∕2,… and J𝜎±𝜎∓n are Jacobi polynomials [39].
Nn,m is a normalisation factor (given in Supplemen-
tary Material S2). The corresponding discretized energy
levels of these states are given by

Es,n,m =
sA
R

(
n+ |m|+ 1

2

)
. (4)

Close to the Γ-point the energy levels are linearly spaced,
and increase in degeneracy away from the Dirac point (i.e.
2, 4, 6, 8,…) as illustrated in Figure 1B. The energy val-
ues are inversely proportional to R, and for large R we
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Figure 1: Lasing topological quantum dots: (A) schematic of
topological quantum dot, showing bulk and surface states. (B)
Discretization of Dirac cone for small nanoparticles, with energy
level separation near the Dirac point inversely proportional to
particle radius, R and directly proportional to material-dependent
constant A. Transitions between energy levels are facilitated by the
absorption or emission of THz light. (C) The discrete energy levels
are labelled by three quantum numbers |s,n,m⟩. We present the
labels for the four energy levels closest to the Dirac point. (D)
Example lasing scheme with interband pumping and bottom-most
transition as the lasing transition. Fermi level EF = 0. (E) Schematic
of TQD in cavity of length a𝜆las∕2 with a an integer, lasing frequency
𝜈 las, quality factor Q = 𝜏𝜔las with 𝜏 the cavity lifetime. The c-axis of
the material is aligned with the cavity axis. Spatial dependence of
the cavity electric field gives spatial dependence of photonic DOS
and consequently transition rates. TQD placed at centre of cavity for
maximal interaction with the cavity field, meaning that only modes
with a odd will have non-zero transition rates in the cavity axis.

recover the expected continuum Dirac cone. Examples
of the energy levels associated with quantum numbers
(s, n,m) are given in Figure 1C. The system of discrete
energy levels can be tuned with particle size (much like the

energy levels of a semiconductor quantum dot or TIQD),
encouraging us to refer to this system as a topological
quantum dot (TQD). The key differences between TQDs
and semiconductor quantum dots are (i) the delocaliza-
tion of states for TQDs versus the relatively localized states
of the semiconductor counterpart, (ii) the quantisation of
surface states rather than bulk states, which in turn affects
(iii) the frequency-range of operation, which for semicon-
ductor quantum dots is usually in the visible range and
near infrared, but for TQDs is in the THz, e.g. for a Bi2Se3
TQD of 5 < R∕nm < 100, A = 3.0 eV Å [54] and the spacing
between two energy levels is 0.72–14.4 THz, contrasting
with a band gap of 220 meV∼ 53.2 THz.

The high tunability of this system, combined with the
unusual degeneracy and spacing of the energy levels sug-
gests an interesting nanophotonic system [35–37]. The goal
of this paper will be to demonstrate that by pumping the
electrons of the surface states between discrete energy lev-
els while placed in a cavity (described schematically in
Figures 1D and E), we can use a TQD as a THz laser. With this
in mind, we will now discuss the TQD optical properties.

3 Optical properties of TQDs

For a TQD with material c-axis aligned along the z-axis,
the electric dipole (E1) selection rules for allowed optical
transitions between TQD energy levels such that |Ψi⟩→

|Ψf⟩, where i = (s, n,m) and f = (s′, n′,m′) can be found
by examining the E1 matrix element (with some explicit
examples given in Supplementary Material S3),

Vi,f(𝜔i,f) = ⟨Ψf|r ⋅ 𝝐|Ψi⟩, (5)

where 𝝐 is the polarisation vector of the incoming light.
For stimulated processes, the selection rules for incom-
ing right-hand (RH) polarised light along the z-axis are
given by

Δs = 0, Δ(n+ |m|) = ±1, Δm = 1, (6)

Δs ≠ 0, Δ(n+ |m|) = 0, Δm = 1. (7)

For incoming left-hand (LH) polarised light along the z-
axis, the selection rules are

Δs = 0, Δ(n+ |m|) = ±1, Δm = −1, (8)

Δs ≠ 0, Δ(n+ |m|) = 0, Δm = −1. (9)

Figure 2 illustrates the allowed stimulated transitions for
a surface state with energy Es,n,m = −2A∕R when excited
with either LH or RH polarized light. Note that there are two
distinct types of transitions: (i) interband transitions which
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Figure 2: TQD selection rules: E1 selection rules for TQD state
|
|−, 1, 1∕2⟩. Interband (green) transitions couple energy levels
above and below the Dirac point. Intraband (purple) transitions
couple levels within the same section of the Dirac cone. Both
left-hand (solid arrows) and right-hand (dotted arrows) polarised
light facilitate transitions.

couple the upper and lower halves of the Dirac cone requir-
ing energyΔE = 2Es,n,m (green arrows), and (ii) intraband
transitions which couple nearest energy levels, requiring
ΔE = A∕R (purple arrows). The transition rates of allowed
stimulated E1 transitions are given by

Γstim
i→f = 2𝜋2𝛼

c
ℏ

ū(𝜔i,f)|Vi,f|
2, (10)

where ū(𝜔i,f) = ℏ𝜔i,fn̄(𝜔i,f)𝜌(𝜔i,f), is the energy density at
frequency 𝜔i,f = 2𝜋𝜈i,f and n̄(𝜔i,f) is the average num-
ber of photons in mode 𝜔i,f . We have assumed symme-
try in photon polarisation such that nLH(𝜔i,f) = nRH(𝜔i,f)
= n̄(𝜔i,f)∕2. V i,f is the matrix element given in Eq. (5). The
density of states in free space is 𝜌free(𝜔i,f) = 𝜔2

i,f∕𝜋
2c3, and

at the centre of an open cavity of quality factor Q, formed
of two parallel mirrors separated by a distance L, with
incoming light oriented along the cavity axis,

𝜌cav(𝜔i,f) =
2
𝜋L

Q𝜔cav
𝜔2

cav + 4Q2(𝜔i,f −𝜔cav)2 . (11)

The rate of spontaneous emission is given in free space by

Γspon
i→f =

4𝛼𝜔3
f,i

3c2 |⟨Ψf|r|Ψi⟩|
2, (12)

and in the open cavity by

Γspon
i→f = 8𝜋𝛼c

L
Q𝜔i,f𝜔cav

𝜔2
cav + 4Q2(𝜔i,f −𝜔cav)2 |⟨Ψf|r|Ψi⟩|

2. (13)

Equations (12) and (13) are polarisation independent. For
a Bi2Se3 nanoparticle of radius R = 50 nm in the lin-
ear approximation, the smallest frequency coupling states
within the quantised Dirac cone is 𝜈 = 1.44 THz and the
spontaneous emission rate in free space for the intraband
transition between levels |

|+, 1, −1∕2⟩ and |
|+, 0, 1∕2⟩

is 7.0 × 103 s−1. Interband transitions are typically much
faster, with the spontaneous transition in free space from
|
|+, 1, −1∕2⟩ to |

|−, 1, 1∕2⟩ given by 1.4 × 105 s−1, with
transition frequency 5.76 THz. These rates are much slower

than comparable processes in semiconductor quantum
dots, whose spontaneous emission rates are typically in
the range 106 –109 s−1 depending on their structure [55, 56].
This is due to the frequency dependence of the transition
rates, with typical energy level separation in semiconduc-
tor quantum dots much greater than in TQDs.

4 Higher order corrections

Close to the Γ-point the surface state dispersion relation is
described well by linear k ⋅ p theory and taken to be linear,
and so the energy levels of the TQD surface states can be
considered equally spaced. When higher order terms are to
be taken into account, we return to the continuum model
and use the dispersion relation

Ec,v = ±A|k|+ A1|k|2, (14)

where Ec,v give the energies of the conduction and valence
bands, respectively. For Bi2Se3, A = 3.0 eV Å, A1 = 22.2
eV Å2, and for Bi2Te3, A = 2.0 eV Å, A1 = 35.3 eV Å2

[54]. More details on these values are given in Sup-
plementary Material S1. On confinement of the surface
states, |k| ∼ 1∕R and so the correction is proportional
to 1∕R2, demonstrated in Figure 3A. For a Bi2Se3 TQD of
R = 50 nm, without the correction all nearest-level tran-
sitions occur with frequency 𝜈(0) = 1.44 THz (asides from
the transition coupling levels directly above and below the
Γ-point, which couples at frequency 2𝜈(0)), as illustrated
in Figure 3B. When taking the correction into account,
transition frequencies in both the valence and conduction
bands rapidly become off-resonant with the first transition
in each band. The first and second transition frequencies
in the upper Dirac cone show a disparity of 3%. The first
and third transition frequencies differ by 6%, as shown in
Figure 3B. The first transition frequencies in the valence
and conduction bands differ by ∼ 9%. Variation in fre-
quency is more rapid in smaller particles, and in materials
for which A1 is large. This disparity can thus be increased by
considering a TQD of smaller radius, or by using a different
material such as Bi2Te3. It should be noted that interband
transitions are unaffected due to the cancellation of the
second-order correction.

When placed in a cavity, higher-order corrections
to the TQD Hamiltonian must clearly be considered as
transitions between energy levels will rapidly become off-
resonant with the cavity frequency if tuned to a single
transition frequency. For a cavity with lifetime greater than
the timescale of free space spontaneous emission due to
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Figure 3: k.p breakdown: (A) continuum band structure for Bi2Se3

with Dirac cone in the band gap (=220 meV [61]). Band structure up
to and including k2 terms (solid black line), Ec,v(|k|) (for the
conduction and valence band sections of the Dirac cone,
respectively), deviates from the linear k ⋅ p approximation (dotted
black line), E(0)

c, v(|k|). The disparity increases away from the Gamma
point. (B) For a R = 50 nm nanoparticle, discretised energy levels
are expected. In the linear approximation, transition frequency
𝜈(0) = 1.44 THz, whereas when taking into account the k2 term,
sequential transitions away from the Γ-point deviate increasingly.

intraband transitions, Q = 𝜏𝜔las > 𝜏spon𝜔las, 𝜏spon ≈ 10−4

s for a R = 50 nm particle, so Q > 108. This exceedingly
high Q factor is due to the unusual combination of a high
transition frequency and long timescale. It is clear that for a
cavity of such high Q factor, the line-width is much smaller
than the energy level separation, and the only mode cou-
pled to the cavity will be the single resonant transition,
such that 𝜌cav(𝜔) = 2Q∕𝜋𝜔i,fL. All other transitions within
the Dirac cone and in the direction of the cavity axis will

be drastically suppressed and considered negligible. How-
ever, for an open cavity these transitions may still occur in
all directions not directly parallel to the cavity axis.

5 Surface state dynamics using
Monte Carlo (MC)

We now explain how a Monte Carlo method is used to
study the time-evolving surface state dynamics of a TQD
interacting with the electromagnetic field in a cavity.

We move to a Fock basis, in which the quantum state
of the TQD can be described by

|Ψ⟩ =
2M∏

𝛼=1
⊗ |N𝛼⟩, (15)

where we take a product state of the M states above and
below the Dirac point, with 2M states in total forming
a closed system of energy levels. Each state 𝛼 = (s, n,m)
obeys fermionic occupation rules such that N𝛼 = 0 or 1.
The photon density for the pump n̄pump is kept constant,
and the photon densities for modes not resonant with the
cavity are zero. Stimulated emission will only be triggered
by photons in the cavity axis and thus coherent with the
lasing mode, 𝜈las, which is defined by the first spontaneous
emission of frequency 𝜈las. The cavity (with quality factor
Q) enforces feedback of coherent 𝜈las photons.

For a given time step dt, the transition rates given
in Eqs. (10), (12) and (13) are converted to probabilities
pi,f = Γi→fdt ≪ 1, where for stimulated processes Γi→f will
dynamically change as n̄i,f evolves via the dynamics. The
TQD couples to the cavity mode with a rate proportional to
the spatially-dependent probability density of the standing
wave cavity mode shown in Figure 1E. For positive feed-
back of lasing frequency 𝜈las, we use a cavity of length
L = a𝜆las∕2, with a an integer. For simplicity, we con-
sider a TQD at the centre of the cavity, such that the
spatial-dependence of the electric field is maximal for odd
multiples of the fundamental cavity mode, 𝜈las, and zero
for even multiples.

The initial conditions are set by occupying states up
to the desired Fermi level EF. For a given time step, all
electrons may transition between states with the probabil-
ities calculated from the relations given. At the end of the
time step, it is checked that the transitions have obeyed
fermionic occupation rules (such that there is maximum
one electron in any given state). If the transitions have
resulted in multiple occupancy of any state, the time step
is reset and the system required to undertake the step again.
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When a physically allowed time step has been under-
taken, the entire system updates and progresses to the next
time step. In this way, the system evolves whilst observing
fermionic occupation rules. A single evolution of the sys-
tem gives a single quantum trajectory, while averaging the
simulation over many iterations gives the average expected
results of a single TQD, or if multiplied by N, gives the result
of N uncorrelated TQDs [57].

6 THz lasing from a single TQD

We now describe a specific closed lasing scheme using
discrete surface states of the TQD at T = 0. We start with a
single Bi2Se3 TQD in a Fabry–Pérot cavity with the material
c-axis aligned with the cavity axis and Fermi level at EF
= 0. The TQD is pumped using an interband transition,
and the cavity is tuned to the lowest intraband transition
in the scheme, as illustrated in Figure 1D. The arguments in
Section 4 show that all other transitions will be suppressed
in the cavity axis.

We pump the system with photons of energy E2
+ − E2

−,
away from the cavity axis as shown in Figure 1D and tune
the cavity to the transition 𝜈las = (E1

− − E2
−)∕h by using

an open Fabry–Pérot cavity of length L = a𝜆las∕2. For a

R = 50 nm particle, this requires pumping with photons of
frequency 5.76 THz and the lasing frequency will be 1.38
THz. We choose a cavity length L = 100.5𝜆las ≈ 2.2 cm. All
processes not directly in the cavity axis will occur with the
rate given in Eq. (12), while in the cavity the stimulated
rates will be given by Eq. (10) with the density of states

𝜌(𝜔i,j) =
Q

2𝜋L𝜔i,f
𝛿
(
𝜔i,j − 2𝜋𝜈las

)
, (16)

and the spontaneous rates in the cavity by Eq. (13). We
place the TQD in the centre of the cavity at the peak of elec-
tric field density as displayed in Figure 1E. All transitions
in frequencies other than 𝜈las are suppressed in the cavity
axis. Only four energy levels are considered in the simu-
lation as all other levels are decoupled, and all processes
involved are depicted in Figure 4A, with bold arrows indi-
cating stimulated processes and dotted arrows indicating
spontaneous processes. For fixed Q ∼ 109, the dynamics of
the system are tuned only with the pumping rate, which
in turn is controlled by n̄pump = n̄

(
𝜔pump

)
of the pumping

light. For n̄pump= 1, the evolution of the normalised occupa-
tion of energy levels, N̄∕Nmax , is given in Figure 4B. Steady
state is quickly achieved, with clear population inversion
between levels E2

− and E1
−. Gain for the lasing transition is

given by

Figure 4: TQD lasing: (A) schematic of all lasing scheme transitions. Solid lines denote stimulated processes (and downwards spontaneous
processes) and dashed lines denote spontaneous processes only. (B) Evolution of normalised state occupation for EF = 0, n̄pump = 1.
Population inversion between energy levels E1

− and E2
− is demonstrated and (C) gain above threshold for this transition is demonstrated. (D)

Steady-state lasing rate (coherent photons emitted from cavity per second) for varying n̄pump with inset showing low pumping regime
0 ≤ n̄pump ≤ 0.6, with a lasing threshold of∼ 0.35. (E) shows the number of coherent photons inside the cavity and emitted from the cavity as
a function of t for n̄pump = 0.1, which is below the lasing threshold and (F) n̄pump = 1 which is above the lasing threshold.
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Ḡ =
∑

i<j
𝜎j→i

(
N̄ j − N̄ i

)
𝛿(𝜔i,j − 2𝜋𝜈las), (17)

where𝜎j→i = Γj→i∕cn̄i,j is the transition cross-section and N̄ i
is the average occupation of surface state i. Ḡ for n̄pump = 1
is plotted in Figure 4C. A maximum is achieved nearly
instantaneously as electrons are excited from states with
energy E2

− to E2
+, creating population inversion in the las-

ing transition. Steady state is quickly achieved, with gain
above the threshold value. Threshold gain is given by
Gth = 1∕𝜏 lasc, as internal losses are taken to be negligible
in this simulation.

Displayed in Figure 4D is the dependence of the las-
ing rate with varying n̄pump. Lasing is found to occur for
n̄pump ≥ 0.35 (see inset of Figure 4D). Below threshold, such
as for n̄pump = 0.1 as demonstrated in Figure 4E, coherent
photons in the cavity (teal line) do not build up rapidly
enough to compensate for photons being absorbed by the
TQD or emitted from the cavity and so the number of cav-
ity photons decays to 0. Lasing does not occur. Above
threshold, such as for n̄pump = 1 displayed in Figure 4F,
a critical number of coherent photons build up in the
cavity such that lasing can occur. The number of coher-
ent photons in the cavity (teal line) slowly increases from
0 until a steady state is achieved. Coherent photons are
emitted from the cavity (purple line) at a constant rate.
The slope of this line gives the photon emission rate,
Γ ∼ 6.6 × 102 s−1. The power of this lasing can be cal-
culated by assuming photons are emitted over an area
commensurate with the cross-section of the nanoparti-
cle, such that P = Γh𝜈las∕𝜋R2 ∼ 7.7 × 10−5 W∕m2. The
incoming power is approximately 1.0 W∕m2. The power
conversion (power in vs power out) is roughly 0.0075%
efficiency. This is very low, but it should be remembered
that we are considering a single TQD. The power out-
put and thus efficiency should increase dramatically with
increased number of TQDs.

Above the threshold value of n̄pump there is a small
range in which the lasing rate exponentially increases,
and then the lasing rate increases approximately linearly
with increased n̄pump. Competition between processes of
different time-scales in the system (cavity emission rate,
spontaneous emission rate and stimulated emission rate
at the cavity frequency) eventually results in slowing of
the increase in the lasing rate, and a maximum lasing
rate of ∼ 103.5 s−1. The lasing rates of this system have
a very low threshold, but also occur at very slow time
scales. This is due to the interesting interplay of length
and energy scales in this system. While the lasing rates
can be increased by the addition of more TQDs in the sys-
tem, the system of a single TQD could offer interesting

technological applications where the slow production of
coherent photons is coveted.

The simulations at T = 0 described in this section
were conducted for a R = 50 nm Bi2Se3 TQD requiring
a pump with frequency 5.76 THz. At room temperature,
the number of thermal photons in the pumping mode is
n̄pump = 0.66, which is above the lasing threshold found
for the proof-of-principle case. For 35 ≤ R∕nm ≤ 100, las-
ing frequency for the described setup is 0.70–1.93 THz,
with a required pumping frequency of 2.88–8.23 THz. At
room temperature, the number of photons in the pumping
mode is 0.37 ≤ npump ≤ 1.72, which is above threshold for
all cases. For the same lasing scheme but using Bi2Te3,
with 35 ≤ R∕nm ≤ 100, the lasing frequencies achieved
are 0.46–1.2 THz, the pumping frequencies required are
1.94–5.54 THz, and the number of photons per mode
at room temperature at the pumping frequency is in
the range 0.70–2.76, which again is well above lasing
threshold.

The simulations of this work were undertaken at T = 0
K, and as such electron–phonon interactions were not con-
sidered, due to the absence of thermal crystal vibrations
at 0 K. When considering the extension to finite temper-
ature, the potential effects of electron–phonon interact-
ions should be discussed. At finite temperature, surface
electrons in Bi2Se3 couple to a single optical phonon at
∼ 1.9 THz [58–60]. In nanoparticles, scattering can only
occur if the phonon exactly matches the energy difference
between the states, due to the discrete nature of the surface
states. To suppress phonon-induced non-radiative decay, it
is important to choose a nanoparticle size (and thus surface
state level separation) such that all transition frequencies
necessary for the lasing scheme reside in the phonon gaps
of the material. For the four level scheme described in this
work (which can be extended to any lasing scheme of 2M
states as described previously), this condition only negates
schemes in which 𝜈v, 𝜈c, 2𝜈(0) or 4𝜈(0) equal 1.9 THz. This
means avoiding particle sizes of R = 35.5 nm, 40 nm, 75.5
nm or 151 nm (at which size, the assumption of spatial con-
finement of the surface states is anyway no longer valid).
Lasing effects should not be diminished by phonon interac-
tions so long as the immediate range of frequencies around
the phonon resonance are avoided.

All results presented so far have been for a single TQD.
For multiple TQDs interacting via a single cavity mode
(i.e. multiple TQDs aligned along the cavity axis), coherent
photons emitted from one TQD will be available to trigger
stimulated emission events in other TQDs. It is expected
that the lasing rate will be amplified exponentially with
increasing number of TQDs.
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7 Outlook

By considering higher-order corrections to the surface state
Hamiltonian of a TQD, we have shown that a closed las-
ing scheme can be created such that a single TQD will
produce coherent THz frequency light. Lasing occurs at a
very low threshold, but also with an unusually slow time
scale. We have demonstrated that population inversion
can be achieved and that lasing can occur with a very
low threshold – so low in fact, that the number of pho-
tons present in blackbody radiation at room-temperature
is greater than the number needed to pump the system.
At room temperature, blackbody radiation will thus con-
tribute significantly to population inversion in the lasing
transition. This is only possible due to employing a THz
pump. This concept deserves future investigation due to
the important technological repercussions. To realistically
demonstrate that lasing will occur at room temperature,
we expect a 3D, closed cavity with a frequency-modulated
Q factor will be required to control photon density and
avoid thermal equilibrium. There is much work yet to be
done to explore this system, but this scheme paves the way
towards a novel, compact room-temperature THz lasing
source.
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